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Wet chemical reduction Copper powder 

※The particle size can be adjusted according to your needs. 

3.0 μ m 1.5 μ m 1.0 μ m
Type-A Type-B Type-C

0.43 m2/g 0.98 m2/g 1.42 m2/g
4.6 g/ｃｍ3 3.7 g/ｃｍ3 2.9 g/ｃｍ3

0.13 ％ 0.26 ％ 0.27 ％
0.052 ％ 0.113 ％ 0.067 ％

D10 2.0 μ m 0.7 μ m 0.5 μ m
D50 2.9 μ m 1.6 μ m 0.9 μ m
D90 4.0 μ m 2.4 μ m 1.5 μ m
D99 5.0 μ m 3.4 μ m 2.1 μ m
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